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day testing)

City of 
Cincinnati 
/Hamilton 

County

Greater 
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Low-Flow Mix -
Only For Use 

In Sloping 
Terrain

Cincinnati Ready Mix* 2020-1 CRMCDF-1 2020-1 11/12/2019 117.1 8.0 1.8E-04 2,984 9 21.0 117.1 0.60 11/15/2019 yes yes yes Rick Roth rick@cincinnatireadymix.com

CRM CDF3DRY 2020-2 12/30/2019 108.1 4.0 1.7E-04 1,999 12.5 24.0 108.1 0.57 11/03/2019 yes no yes yes

CRM FF-1 2020-5 01/09/2020 128.7 8.0 7.8E-05 7,600 7.5 21.0 128.7 0.70 12/13/2019 yes yes yes flash-fill

Little Miami Materials 2015-8 LMM-CDF 2015-9 02/20/2019 126.4 9.0 7.9E-05 2,775 4 60.0 113.3 0.97 03/13/2019 yes yes yes Joe Prus jprus@prus.us

Hilltop Companies 2020-2 8ZPF HBR-1 2020-3 12/31/2019 100.8 10.0 1.2E-04 9,700 4 70.0 100.8 0.88 12/31/2019 yes yes yes Brett Deters bdeters@hilltopbasic.com

Ernst 2020-3 G-EFILL 2020-4 01/09/2020 116.8 8.0 8.4E-05 2,900 9 32.0 116.8 0.74 03/10/2020 yes yes yes Steve Harvey Steve Harvey <SHarvey@ERNSTCONCRETE.COM>

Smyrna Ready Mix 2020-4 SRM-CDF-15 2020-6 04/27/2020 108.8 8.5 9.6E-03 1,115 19 21.0 107.6 0.53 04/28/2020 yes no yes Mark Griffith mgriffith@smyrnareadymix.com

* Mixtures approved for Cincinnati Ready Mix now supplied by Hilltop Companies

Contact Person Contact email Comments

AWWA 10-point 
Evaluation 

Score

90-Day Data 12-Month Data Acceptance / Dates

HAM-CIN  CLSM-CDF Accepted Mixes (2020-2024 Cycle)
Tuesday, December 15, 2020
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(pcf)
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